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| NSPECTI ON CERTI FI CATE acc to M G VEELD GrtbH | nt ernati ona
EN 10 204 3.1 Wattstr. 2
94405 Landau
GERMANY
| NSPECTI ON STAMP
\Q
Cust oner References Sandvi k Ref erences
Cust omrer Order No. Subs No. ABSMI Dispatch note
B27831 16115EG order 225053 194901 30054/ 55
2010-12-16 ||ABSMI' No. C. Code

415- 44622 70

Material description Steel/material Designations
STAI NLESS COLD DRAVWN W RE Sandvi k AVS
VELDI NG W RE 19.12. 3. LSl ER316LSI
TI G LENGTHS EN no
19 12 3L Sl
St eel maki ng process
El ectric furnace
rechni cal requirenents
EXTENT OF DELT VERY
It Product designation Heat Lot Pi eces Kg
07 R19.12.3.LSI-3.20-1000 155530 27019 9 45.0
155530 28108 11 55.0
Tot al 20 100.0
TEST RESULTS
Chem cal conposition (wei ght%
Heat C Si Mh P S Cr Ni Mo
155530 0.014 0.878 1.61 0. 023 0.012 18. 12 12. 06 2.56
Co Cu Nb N
155530 0.152 0.172 0.014 0. 052
Fol | owi ng control s/tests have been satisfactorily perforned:
- Visual inspection and dinensional control
The delivered products conmply with the specifications and
requi rements of the order.
The material is manufactured according to a Quality system
approved and registered to | SO 9001
The certificate is produced with EDP and valid wi thout signature.
Qual ity assurance - Anders Ekel und/ QA- manager Wre
MIC Service / Certificates

Wre Sandvi ken AB Reg No. 556779-3897 VAT No. SE663000- 060901
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ABNAHVEPRUEFZEUGNI S genmess M G VELD GrbH I nternationa
EN 10 204 3.1 Wattstr. 2

94405 Landau

GERVANY
| NSPEKTI ONSSTEMPEL
O
Kunden Referenz Sandvi k Ref erenz

Kunden Best. Nr. Subs Nr. ABSMI Packzette

B27831 16115EG auftrag 225053 194901 30054/ 55

2010-12-16 ||ABSMI' Nr. A code
415- 44622 70
340-08305 M G WELD

Mat eri al beschr el bung Ver kst of T bezei chnung
KALTGEZOGENER ROSTBESTAENDI GER Sandvi k AVS
SCHVEI SSDRAHT 19.12. 3. LSI ER316LSI
W G LAENGEN EN no

19 12 3L Sl

Er schmel zungsart
El ekt r oof en

Pruef gr undl agen/ Anf or der ungen

LT EFERUM-FANG

Pos Pr odukt bezei chnung Schrnel ze Los St ueck Kg
07 R19.12.3.LSl-3.20-1000 155530 27019 9 45.0
155530 28108 11 55.0
Tot al 20 100.0

PRUEFERGEBNI SSE
Chem sche Zusanmenset zung (Gewi cht s%)

Schnel ze C Si Mh P S Cr Ni Mb
155530 0.014 0.878 1.61 0. 023 0.012 18. 12 12. 06 2.56
Co Cu Nb N

155530 0. 152 0.172 0. 014 0. 052

Fol g. Kontrollen/Pruefungen wurden ohne Beanstandung durchgefuehrt:
- Visuel |l e Besichtigung und Masskontroll e.

Die gelieferten Produkte erfuellen die Spezifikationen und
Anf or derungen der Bestell ung.

Unsere Produkte sind entsprechend ei nem Qual it aet ssystem hergestellt,
dass nach |1 SO 9001 zugel assen und registriert ist.

Di eses Zeugnis ist mt EDV erstellt und ohne Unterschrift gueltig.

Qual i taet ssicherung - Anders Ekel und/ QA- manager Wre
MIC Service / Certificates
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